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TWO STAGE PROCESS
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¢ Applied when ready

¢ Should have ability to :
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¢ Should ideally consist of an
autologous collagen matrix
produced by fibroblasts,
infiltrated by endothelial cell
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ISO 10993 safety studies
In-vitro studies thus far:
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cytotoxicity
mat maitrix compatibility
foam matrix compatibility

In-vivostudies thus far:
rat implantation safety
sheep wound engraftment

nig engraftment; immediate and delayed
Dig comparative; BTM vs Integra®

nig; Integrated BTM plus CEA

Pig; Integrated BTM plus CCS



PRODUCTS

IDT(Immediate Dermal Template)
BTM(Biodegradable Temporising Matrix)
CCS{Cultured Composite Skin)

BTM GenerationgPharmaceutical/Cytokine Elution)

CCS Generation¥asculature, Adenexae, Pigmentation)
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